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Material:
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Notes: Values shown are percent moisture.

Customary procedure is to round results to the nearest whole number.

Comments:
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The simple acceptance/rejection decision rule is utilized to determine in-tolerance and out of tolerance or pass/fail conditions and no 

measurement uncertainty is applied in this determination.

Plastic Limit:

Plasticity Index: 9
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REPORT OF ATTERBERG LIMITS TEST RESULTS
TEST METHOD:    AASHTO T89/90; LL Method B

Lab Number: 25-1284 Specification

Liquid Limit:

9/19/2025 Sampled By: Client 

10/2/25 Tested By: Rob Thomas   

Montgomery Quarry Lab No.: 25-1284 

Stockpile Item Number: No Specifications 

Aden Aggregates Project: Montgomery Yard QC 2025 

Screened Clay Project #: 250360 


